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Research paper

Experimental study on the dynamic tensile mechanical
properties of marble under water and oil conditions

Chaoxin Li1, Dongyan Liu2, Yunhui Zhu3

Abstract: To investigate the dynamic tensile properties and energy dissipation characteristics of marble
in three di�erent conditions: dry, water-saturated, and oil-saturated, a Brazilian disk splitting test was
conducted using a 50 mm diameter Hopkinson pressure bar (SHPB) device. The �ndings indicate that
the peak strain and dynamic tensile strength of the three conditions increase with strain rate, exhibiting
a clear strain rate e�ect. Additionally, lubricating e�ects of water and oil weaken internal shear sliding
friction, thus promoting crack expansion. Furthermore, immersion of �uid in marble weakens the
cementation of internal mineral particles, leading to lower tensile strength of marble saturated with
water and oil compared to dry marble under dynamic impact. When analyzing the energy dissipation of
marble, both the absorption energy and dissipation energy density increase with oil strain rate, indicating
a positive correlation. Moreover, numerical results obtained from ANSYS/LS-DYNA correspond well
with experimental data, thus verifying and interpreting the experimental outcomes.
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1. Introduction
In recent years, with the rapid advancement of the social economy, the exploitation

of mineral resources and infrastructure construction has expanded to underground areas.
Traditional industries such as underground mining, water conservancy, construction, and
oil and gas development have undergone further upgrades and transformations. In the
exploitation of oil �elds, the stress conditions of underground rocks are highly complex,
often occurring in intricate seepage environments. The presence of water and oil in rocks
has a profound impact on the stability of the rock mass, and can easily lead to rock
mass instability or geological engineering disasters. Therefore, investigating the dynamic
tensile mechanical properties of marble in di�erent states holds signi�cant importance in
understanding the mechanical behavior of underground rocks and oil�eld exploitation.

The investigation of dynamic tensile mechanical characteristics of rocks holds para-
mount importance. However, conducting direct dynamic tensile tests on rocks can be
challenging. As a result, indirect experimental methods are commonly employed to mea-
sure the tensile properties of rocks. For instance, the Brazilian disk (BD) test, which
was formally proposed by the International Society of Rock Mechanics (ISRM) in 1978
as a recommended method for determining the tensile properties of rock materials, has
gained widespread recognition and application [1�3]. Notably, previous studies by Huang
et al. [4,5] demonstrated that the dynamic tensile strength of Longyou sandstones exhibited
a clear increasewith higher loading rates under both dry and saturated conditions. Similarly,
Zhou et al. [6, 7] conducted a series of dynamic Brazilian cleavage tests on samples with
varying moisture content and found that saturated specimens exhibited higher compressive
strength compared to dry specimens at su�ciently high strain rates. Xi Daoying et al. [8]
conducted uniaxial compression tests on dry and oil-saturated Dali rocks from Yunnan,
and observed that both dry and oil-�lled Dali rocks exhibited anisotropic behavior, with
oil-saturated rocks showing stronger anisotropy and strain rate e�ects. Apart from investi-
gating the tensile mechanical properties of rocks, there is a growing focus on studying rock
mechanics problems [9] from the perspective of rock energy dissipation. The process of
rock impact damage under dynamic loads often involves energy consumption and conver-
sion [10]. G. Shuang and [11, 12] conducted studies on energy dissipation laws during the
dynamic fracture process of saturated coal samples through Brazilian splitting experiments.
They compared incident energy, absorption energy, fracture energy, and residual kinetic
energy of di�erent impact velocities and strati�ed coal samples, and obtained the energy
dissipation law during dynamic fracture processes of di�erent strati�ed coal samples under
impact loads.

Previous research has primarily focused on studying the dynamic mechanical character-
istics and energy dissipation laws of rocks under dry and varying water content conditions.
However, petroleum, being a �uid, can also have an impact on the mechanical properties
of rocks. Hence, it is important to investigate the dynamic tensile mechanical properties of
rocks under the condition of oil saturation. In this study, a combination of experimental tests
and numerical simulations is used to investigate the dynamic tensile mechanical properties
of marble in di�erent �uid occurrences. The results will complement the understanding of
the mechanical properties of marble under di�erent �uid occurrences, and provide insights
for stability analysis during oil exploitation activities.
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2. Experimental methodology

2.1. Sample preparation

The rock materials used for the test were obtained from Leiyang, Hunan, to ensure
consistency in physical and mechanical properties of the samples. Following the test
requirements of the International Society of Rock Mechanics (ISRM) [13], cylindrical
standard specimens with a diameter of 50 mm and a thickness of 25 mm were cut to
eliminate the transverse inertia e�ect. The end faces of the specimens were carefully
processed to ensure �atness and �nish within 0.02 mm deviation. Initial screening was
conducted based on the integrity and quality of the samples, and then the samples were
further screened twice using a longitudinal wave velocity meter to select samples with
similar longitudinal wave velocities for the test, as depicted in Figure 1. The selected
samples were then subjected to di�erent treatments, including drying, water saturation, and
oil saturation. For the drying test, the samples were dried in a drying box at a temperature of
105�C for 24 hours. The fully water-saturated samples were prepared using a vacuumwater
saturation meter, and the samples were saturated with water for 48 hours before conducting
the test. For the preparation of fully oil-saturated samples, dimethylsilicone oil (Table 1 for
the parameters of dimethylsilicone oil) was used in this test. The samples were dried under
vacuum at 105�C for 48 hours, and then saturated with oil to achieve an approximate full
saturation condition [14].

Fig. 1. Marble standard sample

Table 1. Dimethylsilicone oil parameters

Melting point (�C) Boiling point (�C) Density (g/mL) Viscosity (mPa�s)

�59 150 0.764 100

2.2. Test equipment

The dynamic loading tests were performed by a modi�ed SHPB system in set-up
housed at the Central South University, China. The system mainly consists of an air gun, a
cone-shaped striker, an incident bar (2.0 m in length), a transmitted bar (1.5 m in length),
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an absorbing bar (0.8 m in length), an energy absorption device, a data acquisition device
and strain gauges, as shown in Figure 2. The striker and all bars were made of high strength
40 Cr alloy steel, and the diameter, P-wave velocity, elastic modulus, yield strength, and
density were 50 mm, 5410 m/s, 230 GPa, 800 MPa, and 7697 kg/m3, respectively.

Fig. 2. Schematic diagram of the SHPB system

During the test, a pulse shaping technique was employed by placing a pulse shaper
between the bullet and the incident bar to obtain a smooth waveform and reduce the
amplitude of the oscillating waveform. The specimen was positioned between the incident
bar and the transmission bar. To mitigate the inertial e�ects resulting from radial impact,
petroleum jelly was applied as a lubricant on the contact surface between the specimen and
the rods. Strain gauges were attached to both the incident and transmission rods, and the
three waves were measured and recorded using a digital oscilloscope.

2.3. Verifying the stress equilibrium state

The bullet in the impact rod is subjected to air pressure, resulting in the generation
of a one-dimensional stress wave that travels through the input rod and reaches the end
of the input rod, transmitting the stress to the right. Through multiple transmissions and
re�ections, the stress at the two ends of the test specimen reaches a state of equilibrium.
Figure 3a displays the electrical signals of the incident wave, re�ection, and transmission
wave of the sample, and a stress balance diagram of the sample under impact compression
is obtained as shown in Figure 3b.

After 3�4 re�ections [14], it can be observed from Figure 4 that the superimposed
waveform of the transmission wave, incident wave, and re�ection wave largely coincide,
particularly the peak front curve, indicating that the sample reaches a state of stress balance
during the loading process. The stress, strain, and strain rate of the sample can be obtained
using the following formulas:

f„C” =
�0�
2�
»Y� „C” ‚ Y’ „C” ‚ Y) „C”…(2.1)
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(a) (b)

Fig. 3. (a) Electrical signals captured from the strain gauges; (b) Stress balance diagram
of the test sample

Y„C” =
�
!

)„

0

»Y� „C” � Y’ „C” � Y) „C”… dC(2.2)

⁄Y„C” = �
�
!

)„

0

»Y� „C” � Y’ „C” � Y) „C”…(2.3)

where, f„C” � average axial stress, Y„C” � average strain, ⁄Y„C” � average strain rate, Y� �
incident strain in compression bar, Y’ � re�ected strain in compression bar, Y) � transmitted
strain in compression bar, � � elastic modulus of compression bar (GPa), �0 � cross-
sectional area of compression bar (m2), � � wave velocity of compression bar, � � initial
cross-sectional area of the specimen (m2), ! � initial length of the specimen (m).

3. E�ect of strain rate on mechanical characteristics
of marble under three conditions

The stress-strain curves of marble samples were obtained through dynamic splitting
tests conducted at various strain rates under di�erent states, including dry, water-saturated,
and oil-saturated conditions. The dynamic mechanical parameters, such as peak stress and
dynamic tensile strength, are summarized in Table 2 for comparison.

Figure 4 illustrates the variation of peak strain inmarble specimenswith respect to strain
rate in dry, water-saturated, and oil-saturated conditions. It is evident from Figure 4 that
as the strain rate increases, the peak strain at which marble specimens fail also increases,
indicating a pronounced strain rate e�ect. Upon comparing the data, it is apparent that
the peak strength of marble di�ers among the three states: dry ¡ water-saturated ¡ oil-
saturated. In the water-saturated and oil-saturated states, the �lling of water and oil in the
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Table 2. Parameters of marbles under dynamic impact loading

Specimen
No. Condition Strain rate

(s�1)

Dynamic tensile
strength
(MPa)

Peak stress
(10�3)

M-D-1

Dry

53.15 18.73 6.1

M-D-2 60.24 20.14 7.1

M-D-3 66.47 20.45 8.1

M-D-4 75.99 21.94 9.1

M-W-1

Water-Saturated

53.34 18.61 6.0

M-W-2 57.46 19.78 6.7

M-W-3 65.45 20.21 7.6

M-W-4 73.36 20.51 8.7

M-O-1

Oil-saturated

52.06 9.92 5.2

M-O-2 60.75 11.31 6.5

M-O-3 66.72 13.67 7.4

M-O-4 72.05 15.34 8.0

pores and cracks of marble weakens the inter-particle bonds, as the viscosity and �uidity
of water and oil di�er. The presence of liquid within the rock under external stress also
induces pressure e�ects, thereby in�uencing the mechanical characteristics of marble.
Hence, the peak strength is lower in water-saturated and oil-saturated states as compared
to the dry state.

(a) (b)

Fig. 4. (a) Relationship between peak strain and strain rate of dry and saturated rock samples;
(b) Marble dynamic tensile strength and strain rate diagram
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Figure 4b illustrates the variation of dynamic tensile strength of marble with respect
to strain rate in di�erent states, including dry, water-saturated and oil-saturated conditions.
The combination of Table 2 and Figure 4b reveals that the dynamic tensile strength of
marble exhibits a linear increase with strain rate in both dry, water-saturated and oil-
saturated conditions. Among the three conditions, the dynamic tensile strength follows the
order of dry ¡ water-saturated ¡ oil-saturated. This can be attributed to the weakening
of internal mineral particles due to water saturation, which impacts the chemical reaction
within the rock and ultimately leads to a degradation of tensile strength. In the case of
oil-saturated marble, the presence of an oil �lm on the surface of the specimen enhances its
lubricity, making it more susceptible to slip or shear under external forces, thus resulting
in a reduction in dynamic tensile strength.

4. The mechanism of dynamic splitting energy dissipation
in marble under three di�erent states

The incident energy (,� ), re�ection energy (,’), transmission energy (,) ), and
absorbed energy (,() of the specimen under SHPB dynamic compression can be calculated
by Eq. (4.1�4.4) [15].

,� = ��0�0

C„

0

Y2
� „C” dC(4.1)

,’ = ��0�0

C„

0

Y2
’ „C” dC(4.2)

,) = ��0�0

C„

0

Y2
) „C” dC(4.3)

,( = ,� �,’ �,)(4.4)

In the Split Hopkinson Pressure Bar (SHPB) test, the energy dissipation due to friction
between the incident bar, the transmission bar, and the contact surface of the rock sample
during the loading impact is often considered negligible. According to the law of conser-
vation of energy, dissipation energy density (l3) and dissipation rate (i) required for rock
breaking can be can be calculated by Eqs. (4.5) and (4.6)

l3 = ,(�+(4.5)
i = ,(�,�(4.6)

Figure 5 depicts the exemplary energy-time curve of a dynamic tensile sample. As
illustrated in Figure 5, diverse forms of energy exhibit an increase as time progresses, with
negligible change in energy between 0 and 40 �s. Subsequently, between 40 and 150, the
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rate of energy growth accelerates, characterized by the steepest slope for incidence energy
and the smallest slope for transmission energy. Once the time reaches 250 �s, the incidence
loading is nearly complete, and the incident energy ceases to rise further. Considering
the dynamic tensile stress-strain characteristics of the sample and the associated damage
mode [16], the marble energy change curve can be discerned as comprising three distinct
stages based on the absorption energy. The initial stage is the elastic deformation stage,
wherein the absorbed energy is stored as elastic energy due to the closure of microcracks
during compression of the rock sample. The subsequent stage is the rapid growth stage,
marked by linear increase in incident energy, re�ection energy, transmission energy, and
absorption energy, with the absorbed energy being utilized to initiate and propagate cracks.
The �nal stage is the plateau stage, wherein, after 150 �s, the incident energy, re�ection
energy, transmission energy, and absorption energy stabilize.

Fig. 5. Energy change curve of dry marble sample

In accordance with the principle of Split Hopkinson Pressure Bar (SHPB) test and the
energy calculation formula, the energy values of marble samples during dynamic shock
under dry and fully saturated water state were calculated, as presented in Table 3. To
elucidate the energy distribution during marble tensile failure, the evolution characteristics
of dissipation rate and energy density, which provide insights into the sample’s capacity
to absorb energy, were analyzed. Accordingly, the subsequent analysis focuses on the
evolution patterns of marble dissipation rate and dissipation energy density in di�erent
conditions.

Energy dissipation is the underlying factor in�uencing the mechanical properties of
rocks under varying strain rates [17]. Figure 6 presents the dynamic tensile strength and
dissipation energy density of marble samples under di�erent strain rates in dry, water-
saturated, and oil-saturated states. From Figure 6, it can be observed that both dynamic
tensile strength and dissipation energy density increase with higher strain rates, exhibiting
a positive correlation. This indicates that as the strain rate increases, the deformation
rate of the rock accelerates, leading to more activation of cracks within the rock mass.
Consequently, the rockmass is capable of absorbingmore energy, resulting in higher energy
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Table 3. Energy data of marble samples under impact loading

Specimen
No. Condition Strain rate

(s�1)

Absorbed
energy
(J)

Energy
dissipation
density
(J�mm�3)

M-D-1

Dry

53.15 12.46 0.27

M-D-2 60.24 13.71 0.30

M-D-3 66.47 14.04 0.31

M-D-4 75.99 14.62 0.32

M-W-1

Water-Saturated

53.34 10.75 0.23

M-W-2 57.46 11.81 0.26

M-W-3 65.45 12.22 0.27

M-W-4 73.36 13.22 0.29

M-O-1

Oil-saturated

52.06 7.26 0.16

M-O-2 60.75 8.81 0.19

M-O-3 66.72 10.10 0.22

M-O-4 72.05 12.63 0.27

Fig. 6. Relationship between marble strain rate and dynamic tensile strength and energy
dissipation density
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dissipation per unit volume during deformation and failure. This enhances the dynamic
tensile strength of marble to some extent, and also leads to increased fragmentation after
failure.

5. Numerical simulation

The numerical simulation of the Split Hopkinson Pressure Bar (SHPB) dynamic impact
was conducted using ANSYS software. The incident bar and transmission bar had lengths
of 200 cm and 150 cm, respectively, with a diameter of 50 mm. Thematerial model used for
the incident and transmission bars was the nativeMAT_ELASTIC 001model in LS-DYNA.
In order to capture the fracture process of the sample, the RHTmodel in ANSYS/LS-DYNA
was employed to describe the destructive behavior of the sample under impact load. Based
on the basic physical parameters ofmarble, combinedwith the parameters in some concrete,
and adjusted according to the results obtained by scholars [18�20], parameters of marble
RHT model are �nally determined as shown in Table 4. This constitutive model has been
previously validated in the literature for studying the damage and fracture behavior of rock
materials under dynamic load.

Table 4. The RHT model approximate parameters of the marble

Parameter
symbol

Parameter
value

Parameter
symbol

Parameter
value

Parameter
symbol

Parameter
value

d0
2.8113E-
6 kg/mm3 52 0.1147 GPa U0 1.078

?4; 0.0287 GPa V2 0.0083 VC 0.0115

�1 0.3064 GPa �2 0.5147 GPa �3 0.3146 GPa

�0 1.68 �1 1.68 )1 15.84

)2 0 GPa � 10.5 GPa ⁄Y2 3.0E19 m�s�1

⁄Y20 3.0E-11 m�s�1 ⁄YC0 3.0E-12 m�s�1 5 �B 0.38

⁄YC 3.0E19 m�s�1 �2 1.0 6�2 0.53

� 0.0105 6�C 0.7 Y<? 0.01

� 1.6 = 0.61 ?comp 0.06

5 �C 0.08 &0 0.6805 # 3.0

b 0.5 �1 0.04 = 5 0.61

� 5 1.6 %crush 39

Figure 7 presents the overall model diagram of the simulated SHPB splitting test, with
the transmission bars and incident bars depicted on the left and right sides, respectively,
designated as PART 1, and the sample in the middle designated as PART 2.



EXPERIMENTAL STUDY ON THE DYNAMIC TENSILE MECHANICAL PROPERTIES . . . 327

Fig. 7. Numerical simulation model of SHPB

In the numerical simulation of Split Hopkinson Pressure Bar (SHPB), the incident
signal is used to simulate the impact of the bullet. As the stress waveform generated by the
bullet striking the incident rod is a semi-sine wave, the incident wave in the simulation is
approximated to a sine function and applied to the end of the incident rod. Themathematical
form of the function is as follows:

(5.1) f� =
1
2
�

�
1 � cos

2c
)
C
�
„0 � C � )”

where, ) � total duration of the incident waveform, � � peak strain of the incident wave.
From Figure 8, it is evident that the stress-strain curves of marble in oil-saturated and

water-saturated states exhibit a signi�cant level of conformity with the stress-strain curves

Fig. 8. Stress-strain curves of marble under di�erent strain rates
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obtained from numerical simulations at varying strain rates. The ascending segments of
the stress curves show a close alignment, with minor variations in peak stress values.

To validate the e�cacy of the simulation, Figure 9 presents a comparative analysis of
marble samples subjected to numerical simulation and experimental tests in oil-saturated
state at varying strain rates. As depicted in the �gure, the damage patterns of samples exhibit
di�erences at di�erent strain rates. In general, as the strain rate increases, the degree of
sample crushing gradually intensi�es. Initially, at the unbroken impact pressure, the sample
remains intact, but as the impact pressure reaches the critical point, the sample experiences
damage and fragmentation, eventually resulting in several large rock blocks and numerous
powder cuttings. This indicates that the degree of sample crushing becomes more severe
with higher strain rates. Furthermore, at di�erent strain rates, the marble sample makes
contact with the rod end and primarily exhibits tensile damage along the loading direction.
The stress at the contact position between the sample and the pressing rod increases with
higher strain rates, leading to an increase in small volume fragments after sample damage,
indicative of more severe damage.

Fig. 9. Comparison of numerical simulation and test results

6. Conclusions

Based on the �ndings from dynamic splitting tests conducted on marble in dry, water-
saturated, and oil-saturated states, a comprehensive analysis of the strain rate e�ect was
carried out, focusing on the dynamic mechanical characteristics and energy dissipation.
The main conclusions were as follows:

1. Through the analysis of strain rate e�ects on marble under di�erent conditions (dry,
oil-saturated and water-saturated), it was observed that the peak strain of the rock
increases with higher strain rates. The order of peak strain magnitude for di�erent
states is as follows: dry ¡ water-saturated ¡ oil-saturated. The dynamic tensile
strength also follows the same order: dry ¡ water-saturated ¡ oil-saturated.

2. During the early stages of the dynamic splitting tensile experiments, both the re�ec-
tion energy and absorption energy of the marble specimens increase linearly with
the incident energy. The order of absorption energy for di�erent states is as follows:
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dry ¡water-saturated ¡ oil-saturated, indicating that the rock sample consumesmore
energy in a dry state. Both dynamic tensile strength and dissipation energy density
show a positive correlation with strain rate, increasing as the strain rate increases.

3. Finite element numerical simulations using ANSYS/LS-DYNA software were con-
ducted in this chapter, and the simulated stress-strain curves at di�erent strain rates
were found to be in good agreement with the experimental curves. The macroscopic
damage modes of the sample loading process were analyzed through numerical
simulation, and the simulation results were consistent with the experimental results.
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