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DAMAGE ANALYSIS OF TENSIONING CABLE 

ANCHORAGE ZONE OF A BRIDGE SUPERSTRUCTURE, 

USING CDP ABAQUS MATERIAL MODEL 

J. CHRÓ�CIELEWSKI1, M. MI�KIEWICZ2, Ł. PYRZOWSKI3, 

B. SOBCZYK4

Numerical analysis of the tensioning cables anchorage zone of a bridge superstructure is presented in this paper. 

It aims to identify why severe concrete cracking occurs during the tensioning process in the vicinity of anchor 

heads. In order to simulate the tensioning, among others, a so-called local numerical model of a section of the 

bridge superstructure was created in the Abaqus Finite Element Method (FEM) environment. The model 

contains all the important elements of the analyzed section of the concrete bridge superstructure, namely 

concrete, reinforcement and the anchoring system. FEM analyses are performed with the inclusion of both 

material and geometric nonlinearities. Concrete Damage Plasticity (CDP) constitutive relation from Abaqus is 

used to describe nonlinear concrete behaviour, which enables analysis of concrete damage and crack 

propagation. These numerical FEM results are then compared with actual crack patterns, which have been 

spotted and inventoried at the bridge construction site.
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1. INTRODUCTION - THE AIM OF THE PAPER

The bridge analyzed is a multi-span, continuous, box cross-section beam with external 

tensioning cables. Additionally, longitudinal centric prestressing of the cross-section was designed 

for the stages of superstructure erection. The cross-section of the bridge is shown in Fig. 1, where 

the ducts of centric prestressing cables are marked with green ellipses. The distance between 

adjacent duct axes of centric tensioning is equal to 250 mm. 

Fig. 1. Cross-section of the analyzed bridge with the ducts of centric prestressing marked with green ellipses. 

Severe damage of the top tendon anchor zones in several spans was detected during the operation 

of centric prestressing. Basically, lateral concrete cracks and fractures appeared in the zone of 

anchor heads, despite the fact that reinforcement grids were applied. Concrete damage and a sketch 

of the anchor zone reinforcement grids are shown in Fig. 2. It is important to mention that an empty 

duct appeared between the two adjacent active ones during the centric prestressing as a result of the 

devised sequence of subsequent span erection (see Fig. 2 as well). 

Fig. 2. Damages and sketches of anchor zone reinforcement grids. 

In this paper, we attempt to identify and describe the failure mechanisms of the longitudinal 

tensioning cable anchoring zones of a selected bridge span, using the ABAQUS system finite 
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element method (FEM) environment. Numerical calculations are therefore performed to simulate 

undesirable local cracking of the anchoring zones which appeared during prestressing. This is done 

to determine, from a mechanical point of view, the reasons why the cracking occurred, with regard 

to the design and construction of the reinforcements of the anchoring zones. 

2. NUMERICAL MODELS

Our intention regarding numerical modelling was to pinpoint the cause of concrete failure in the 

shortest possible time. 

At first we checked if the strength properties of the concrete at hand were sufficient to withstand 

the prestressing force. Therefore, a simple quasi-axisymmetric model of a concrete specimen with 

anchorages, additional reinforcement of the anchor zone, and only one loaded tendon duct was 

considered. Visualisation of the first model’s geometry is shown in Fig. 3. 

a)    b)

Fig. 3. Visualisation of the quasi-axisymmetric model: a) concrete and anchor head highlighted in light grey; 

b) reinforcement of the anchor zone coloured in light grey. 

Nevertheless, static calculations along with material and geometrical nonlinearities did not reveal 

any symptoms of concrete failure when the total stressing load was applied to the duct. Hence, a 

different model had to be created in order to find the cause of the damage. 

As a consequence of the local focus of the failure phenomenon, we limit the geometry of the 

second model to only a specific part of the upper deck slab of the bridge box section, however, 

including all the elements that form the concrete structure (concrete, slab reinforcement, anchorage 

reinforcement grid, and anchor heads). The ducts are arranged in a single row with the same spacing 

and the active ones are tensioned with the same force (refer to Fig. 2). Thus, it is possible to identify 
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planes of vertical cyclic symmetry which pass through the geometrical centre of the anchor heads. 

In effect, only one empty and two adjacent active ducts are taken into consideration in the model. 

Moreover, it is also possible to apply symmetry regarding the length of the ducts. Therefore, the 

external geometry of the second model is shown in Fig. 4a. Visualisation of the anchor heads is 

depicted in Fig. 4b in light grey Reinforcement of the concrete slab and the anchorage grids are 

presented in Fig. 5a, b. 

The boundary conditions applied to the model correspond to the symmetry planes which were 

described in the previous paragraph. The axial stressing of the tendons, taking into account the 

specificity of contact of the stressing unit, is realized via kinematic coupling between the front face 

of each considered anchor head and its corresponding point, the centre point of the tendon duct on 

the front face of the model (as shown schematically in Fig. 5c). Concentrated forces are applied to 

the points to induce stressing of the active ducts. Additionally, vertical displacements of the 

aforementioned points are restrained to protect against any rigid vertical translation of the model. 

a) b)
Fig. 4. a) External geometry of the model. b) Steel anchor heads (light grey) in the numerical model. 

a)

b)
c) 

Fig. 5. Reinforcement included (light grey) in the model: a) front view; b) side view. c) Kinematic coupling 

between the front face of the anchor head and the centre of the tendon duct. 
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Three types of finite elements are used in this model. Solid C3D8 elements ([1]), having linear 

approximation of displacements and full integration, digitize concrete. Therefore, they may suffer 

shear and volumetric locking. Nevertheless, these effects were not observed during our calculations. 

Shell elements S4 ([1]) are created over the areas of the anchor heads. The S4 has 4 nodes, linear 

shape functions, full 2×2 Gauss-Legendre in-plane integral rule, and some additional procedures 

preventing the locking effect. Truss T3D2 ([1]) elements are utilized to construct a numerical 

representation of reinforcement. The T3D2 is a straight element, having two nodes, a linear 

position, and displacement interpolation, and is under constant stress. These three finite elements 

are depicted in Fig. 6. 

a)    b)   c) 

Fig. 6. The finite elements used in the numerical calculations: a) solid C3D8, b) shell S4, c) truss T3D2. 

The overall mesh of finite elements in this model contains 131,741 nodes. It is most fine in the 

area of the anchorages and coarsens in the longitudinal duct direction (compare with Fig. 4). This 

approach is chosen to maintain precise results in the area where concrete damage is predicted to 

occur, as well as to reduce the computational time through the application of the coarse mesh in the 

area where only a unidirectional state of stress occurs. The mesh was checked in the field of results 

convergence. 

The anchor heads are rigidly connected to the concrete by means of the ABAQUS skin function, 

which enables us to define shell elements over the faces of selected bricks. In effect, the shell 

elements share their nodes with the relevant nodes of the brick elements. The reinforcement 

included in the model is connected to concrete as well. Since it is hard to define the geometry in a 

way where truss elements could share their nodes with brick elements,  embedded region constraint 

is used to create this connection. In effect, the degrees of freedom of the truss elements are 

constrained to the interpolated values of the corresponding degrees coming from the brick elements 

(see [1] for details). 
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3. MATERIAL MODEL

Pure elastic and isotropic material characterized with an elastic modulus of E = 205 GPa and a 

Poisson's ratio of v = 0.3 is assigned to all steel elements of the model. 

The stress-strain relation of concrete is described by the nonlinear Concrete Damage Plasticity 

(CDP) law. Researchers who use CDP model have noticed that the obtained results strongly depend 

on the variety of some CDP parameters, and these need to therefore be carefully selected on the 

basis of identifications, tests and validations. 

The concrete damage plasticity (CDP) model is currently one of the most popular models used 

for simulations of concrete behaviors in ABAQUS. This model was theoretically described in [9] 

and developed in [8]. Generally, the elastic-plastic response of the CDP model is described in terms 

of the effective stress (� ) and the hardening variables ( pl�� ), which are listed in Table 1. 

Table 1. CDP material model variables 

1 additive strain rate decomposition: el pl= +� � �� � �
2 effective stress: 0 ( ) { | ( , ) 0}el pl plF≡ − ∈ ≤�� D � � � � �
3 Cauchy stress: (1 )d= −� � ,    [0,1]d ∈
4 yield function: ( , ) 0plF ≤�� �

5 nonassociated flow rule: 
( )pl G� ∂=

∂
�� ��

�
6 hardening variables and rule: { , }pl pl pl T

t c� �=� � �� ,     ( , )pl pl pl=�� � �� h � � �
where:  0

elD  – the initial (undamaged) elastic stiffness of the material, 0(1 )el eld= −D D  – the degraded 

elastic stiffness, ( , )pld d= �� �  – the scalar stiffness degradation variable. 

The yield function, ( , )plF �� � , represents a surface in effective stress space, which determines the 

states of failure or damage. The plastic potential function ( )G �  is defined in the effective stress 

space (� ). The plastic multiplier ��  and ( , )plF �� �  obeys the Kuhn-Tucker conditions: 0�≥� , 0F ≤ , 

0�F =� . 

The main assumptions of this CDP model are defined below. 

� Two damage mechanisms are introduced: compressive crushing ( ( )p
c c cd d �= � , Fig. 7a) and 

tensile cracking ( ( )p
t t td d �= � ,Fig. 7b) of concrete; the t  and c  refer to tension and 

compression, respectively. 
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� Material stiffness is reduced by two damage parameters, separately for tension ( )p
t t td d �= �  and 

compression ( )p
c c cd d �= � . 

� The yield function is the flow potential hyperbolic function of: 

(3.1) ( )1 ˆ ˆ( , ) 3 ( ) ( ) 0
1

pl pl pl
max max c cF q � p � � � � � �

�
= − + � � − �− � − ≤

−
� � �� � � , 

where: 

1
3p =− I��  – effective hydrostatic stress, 3

2q = �S S  – Mises equivalent effective stress, p= + IS �  – the 

deviatoric part of � , ˆ
max�  – the maximum eigenvalue of � , �•�  – the Macauley bracket, which is defined 

as 1
2 (| | )x x x� �= + .

Consequently, dimensionless material constants � , � , cK  and function ( )pl� ��  are introduced: 

(3.2)    0 0

0 0

( / ) 1
2( / ) 1

b c

b c

� ��
� �

−=
−

, 3(1 )
2 1

c

c

K�
K
−=

−
, Tensile Meridian

Compres

TM
c

C sive Merid nM ia

q
K

q
≡

≡

= ,
( )( ) (1 ) (1 )
( )

pl
pl c c

pl
t t

� �� � �
� �

= − − +
��
�

�

where: 

0b�  – initial equibiaxial compressive yield stress, 0c�  – initial uniaxial compressive yield stress. t�  and c�

– the effective tensile and compressive cohesion stresses, respectively 

� Plastic flow is nonassociated with a continuous and smooth plastic potential function: 

(3.3) 2 2
0( tan ) tantG �� 	 q p 	= + − ,

where: 

	  – the dilation angle in the p q−  plane, 0t�  – the uniaxial tensile stress at failure (Fig. 7), �  – 

eccentricity parameter. 
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Fig. 7. Response of concrete to uniaxial loading in compression (�c – �c) and tension (�t – �t). 

For a full definition of the CDP model in ABAQUS, the following parameters should be given: 

� dilation angle 	  in the p q−  plane, 
� flow potential eccentricity � ,
� ratio 0 0/b c� �  of biaxial compressive yield stress to uniaxial compressive yield stress, 
� ratio cK  of the second stress invariant on the tensile meridian to that on the compressive 

meridian for the yield function, 
� the c c� �−  relation for compression of concrete as a set of points (Fig. 7), 
� the t t� �−  relation for tension of concrete as a set of points (Fig. 7) or, optional, fracture 

energy fG  (see e.g. [11]). 

There are also some optional parameters used for the purpose of viscoplastic regularization of 

the constitutive equations, namely the viscosity parameter 
  which represents the relaxation time 

of the viscoplastic system and damage conditions for compression and tension. 

The CDP material parameters determined for C40/50 concrete are extensively described and 

validated in paper [6]. Nevertheless, the data presented in [6] is partially based on experimental 

work presented in [5]. The same concrete was used in the analyzed bridge, which was confirmed by 

measurements carried out on specimens taken from the construction site right before concrete 

pouring. The parameters required for input into Abaqus are given in Table 2 and Table 3. 

Table 2. Material parameters of the CDP model for concrete class C40/50 (taken from [6])  

Material 
parameters C40/50 Parameters of CDP model 

	 38°
Concrete elasticity � 1

E[GPa] 19.7 �b0 / �c 1.12
v 0.19 Kc 0.846
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Table 3. Material parameters of the CDP model for concrete class C40/50, required to define c� - in
c�  and t�

in
t� relations (taken from [6]). 

Concrete compression Concrete tension 
in
c� [-] c�  [MPa] in

t�  [-] t�  [MPa] 

0.0 15.0 0.0 1.998930
0.0000747307 20.197804 0.000033330 2.842000
0.0000988479 30.000609 0.000160427 1.869810
0.000154123 40.303781 0.000279763 0.862723
0.000761538 50.007692 0.000684593 0.226254
0.002557559 40.236090 0.001086730 0.056576
0.005675431 20.184000
0.011733119    5.257557

Damage parameters cd  and td also required for the material law input data can be easily 

calculated based on the information given in Fig. 7 and data from Table 3. 

In the calculations regarding concrete behaviour presented in this work, we utilized concrete 

properties presented in Table 2 and Table 3. However, we changed the value of Young's modulus to 

32 GPa, since this value was identified for the specimens sampled before pouring. We assume that 

in such a case the remaining CDP parameters are not changed and the concrete behaviour will be 

recreated properly, which was confirmed later in our calculations. 

4. CALCULATIONS - TYPES OF ANALYSES

Static analysis using material and geometric nonlinearities was first performed for the second 

considered model. Nevertheless, in this case we encountered problems with the convergence of the 

iterative process, which resulted in the termination of calculations at the level corresponding with 

the application of only 30% of the total stressing force. Therefore, new dynamic explicit 

calculations were established, including material and geometric nonlinearities as well. It was 

assumed during the dynamic calculations that the stressing loads are proportional with regard to the 

time of analysis. Thus, the dynamic analysis simulates the conditions of the static problem, and this 

approach enabled us to apply the full stressing conditions to the model. 

The duration of the dynamic computations of the second model - despite the fact that it is 

limited only to a small part of the whole structure - was 96 hours and 26 minutes. The calculations 

were carried out on a work station with four 3.4 GHz processors and 16GB of RAM memory. 

DAMAGE ANALYSIS OF TENSIONING CABLE ANCHORAGE ZONE OF A BRIDGE... 11



�

5. COMPARISON OF FEM RESULTS AND IN SITU CRACK PATTERNS

Correlation between the prestressing force in tendon and anchor head displacements was 

monitored during the analysis (Fig. 8). It reveals two noticeable growths of anchor head 

displacements for: ~5400kN and ~6100kN, which indicate that an undesirable failure process was 

initiated within the concrete. 

Fig. 8. Relation between the prestressing force in tendon and anchor head displacements, monitored during 

analysis. 

The distribution of scalar concrete damage parameters in tension (DAMAGET) on the front 

face of the model shown in Fig. 9a is observed in the last increment of the dynamic analysis (100% 

of stressing force is applied to the model). The DAMAGET parameter implies the following 

interpretation: DAMAGET = 0 means that there is no damage due to tension in the concrete, 

whereas DAMAGET = 1 indicates that the concrete failed fully under tension. According to [6], 

DAMAGET allows us to identify developments of crack patterns in concrete. Fig. 9a exposes 

mainly cracks, marked with green ellipses, developing laterally over the top of the anchor heads, 

and a vertical crack marked with yellow ellipses. However, during the onsite observation of the 

bridge, vertical cracks were not spotted (compare with Fig. 2). Therefore, in order to properly verify 

the visibility of the cracks from the numerical simulation, the DAMAGET distributions in section 

A-A (see Fig. 9a) are also checked and presented in Fig. 9b. The analysed lateral and vertical cracks 

are marked with the same colours. 

The patterns of DAMAGET variable from Fig. 9b show that the vertical crack on the front 

surface is shallow, therefore it might have been difficult to see, as opposed to the main lateral crack 
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(in fact a fracture), which penetrates deeply into the concrete. Thus, the crack distributions shown in 

Fig. 9a correspond with the observed ones (compare with Fig. 2). 

a)    b)
Fig. 9. a) Distribution of DAMAGET parameters (quilt contour) on the front face of the model in the last 

increment of dynamic analysis. b) Distribution of DAMAGET parameters (quilt contour) in section A-A . 

Additionally, it is worth mentioning that in this type of analysis it was important to monitor the 

DAMAGET parameters at the elemental integration points. When the contours of DAMAGET were 

created from averaged nodal values of adjacent elements, the crack patterns became blurred and 

therefore unnoticeable, which could lead to false conclusions. 

We would also like to emphasize that no problems were reported regarding a too high 

temperature of concrete during its curing, which we believe is due to the following reasons; the 

structure was poured between spring and summer, the upper bridge slab is relatively thin in the 

vicinity of the anchorages, and many ducts were designed inside the slab, therefore the concrete was 

easily ventilated and could cool down during curing in the section of the bridge analysed. In effect, 

there is a very low possibility that, vital to the purpose of concrete load capacity, shrinkage cracks 

were created as a consequence of high temperature gradients from the hydration processes during 

the curing period (see also [3]). Therefore, the cracks found at the site appeared mainly because of 

stressing. 

In addition, it would be favorable to perform laser scanning in order to identify precisely the 

geometry of the cracked concrete parts of the bridge, for instance, as it is described in [2]. 

Nevertheless, further experiments were not possible due to the site’s  schedule. Moreover, an 
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application of structural health monitoring, as in e.g. [7] or [10], could give an answer to whether or 

not the numerical estimations are correct. 

6. FINAL REMARKS

Local analysis, as a part of broader research, of failure mechanisms occurring during centric 

tensioning in cable anchorages of multi-span box sections of a bridge is shown in this paper. 

Investigation regarding crack pattern development enables us to formulate following conclusions. 

The local character of the failure phenomenon which was demonstrated in the so-called global 

analysis of the bridge allowed us to create a small model of the selected section of the bridge. The 

precise local model ought to include all elements of the structure important in terms of the analyzed 

phenomenon, and recreate the state of the structure during the investigative process; tensioning, in 

this case. Nonlinear material law with the degradation of elastic constants used to describe the 

concrete enabled us to estimate crack pattern development in the section of the bridge examined. It 

is important to check depth of the crack and also its spatial propagation directions in order to justify 

the visibility of cracks, which was achieved via DAMAGET parameters in this project. Finally, the 

local analysis described in this paper, limited strictly to mechanical effects, indicates that damage of 

the bridge tensioning cable anchorages could have occurred as a consequence of the applied variant 

of reinforcement grids and an insufficient volume of concrete between tensioning ducts. 
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Tabela 2. Parametry materiałowe modelu CDP dla betonu C40/50 (zgodnie z [6]) 

Table 3. Material parameters of the CDP model for concrete class C40/50, required to define c� - in
c�  and t�

in
t�

relations (taken from 6).�

Tabela 3. Parametry materiałowe modelu CDP dla betonu C40/50, wymagane do zdefiniowana zale�no�ci c� - in
c�  oraz 

t�
in
t�  (zgodnie z [6]) 
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ANALIZA NUMERYCZNA USZKODZE� STREF ZAKOTWIE�KABLI SPR��AJ�CYCH
KONSTRUKCJI MOSTOWEJ 

Keywords: awaria konstrukcji, zniszczenie betonu, zarysowanie konstrukcji, analiza MES, ABAQUS 

STRESZCZENIE: 

W trakcie prac budowlanych zwi
zanych z wykonaniem centrycznego spr	�enia podłu�nego prz	seł mostu doszło do 

silnych zarysowa� betonu bloków kotwi
cych. Pojawiły si	 znaczne rysy/p	kni	cia poziome w strefie zakotwie� na 

wysoko�ci zbrojenia siatkami. W referacie podj	to prób	 opisu mechanizmu zniszczenia strefy zakotwie� kabli 

wewn	trznych spr	�enia podłu�nego jednego z prz	seł mostu z wykorzystaniem �rodowiska metody elementów 

sko�czonych (MES) systemu ABAQUS. Wykonano symulacj	 numeryczn
 niepo�
danych zjawisk lokalnych 

zarysowania w blokach kotwi
cych kable, które wyst
piło w trakcie procesu spr	�ania konstrukcji. Miała to na celu 

ustalenie, od strony mechaniki, przyczyn ich powstania, w kontek�cie zaprojektowanego i wykonstruowanego układu 

zbrojenia. 

Ze wzgl	du na lokalny charakter zjawiska zarysowania, model numeryczny ograniczono do opisu wycinka płyty górnej 

skrzynki pomostu z jednym nieu�ywanym tunelem kablowym i dwoma s
siaduj
cymi kanałami aktywnymi, poprzez 

które przekazywana jest siła spr	�aj
ca na konstrukcj	. Bior
c pod uwag	 szeregowy układ kotwie� grupy kabli 

spr	�anych tak
 sam
 sił
, zało�ono na bokach bryły, formowanych płaszczyzn
 przechodz
c
 przez �rodki głowic, 

obci
�enie i warunki brzegowe typu symetrii cyklicznej, za� na �cianie tylnej warunki odpowiadaj
ce symetrii 

poprzecznej z dodatkow
 blokad
 ruchu pionowego układu. Poza opisem bryły betonu, uwzgl	dniono struktur	

zbrojenia głównego mostu i zbrojenie lokalne strefy zakotwienia oraz stalowe płyty oporowe. W dyskretyzacji układu 

zastosowano nast	puj
ce elementy sko�czone: bryłowy C3D8 dla cz	�ci betonowych; powłokowy S4 dla płyt 

oporowych; kratownicowy T3D2 dla zbrojenia. Wszystkie elementy s
 klasy C0 o liniowej aproksymacji 

przemieszcze�. Siatka podziału zawiera ł
cznie 131741 w	złów. Płyty oporowe utworzono przy pomocy funkcji skin, 

która pozwala na zdefiniowanie elementów powłokowych na wydzielonych powierzchniach obszaru. Elementy te s


poł
czone z brył
 w sposób sztywny. Zbrojenie uwzgl	dnia interakcj	 z betonem typu embedded region, co sprowadza 

si	 do sprz	�enia odpowiednich stopni swobody w	złów zwi
zanych ze zbrojeniem ze stopniami swobody w	złów 

cz	�ci betonowej. 

Obci
�enie odpowiadaj
ce realizacji osiowych sił spr	�aj
cych z uwzgl	dnieniem specyfiki kontaktu prasy naci
gowej 

realizowano przez odpowiednie sprz	�enie kinematyczne powierzchni czołowej płyty oporowej głowicy do punktów 

centralnych kanałów kablowych. Na te punkty dodatkowo nało�ono warunki brzegowe uniemo�liwiaj
ce ich ruch 

pionowy.  

W modelu zastosowano nast	puj
ce modele materiałowe. Cz	�ciom stalowym przypisano materiał spr	�ysty 

izotropowy, o standardowych parametrach: E = 205GPa, v = 0.3. Beton opisuje nieliniowy model materiału Concrete 

Damage Plasticity o parametrach przyj	tych na podstawie dost	pnej literatury. Parametry te odpowiadaj
 materiałowi 

wbudowanemu w mo�cie. Jest to zwi
zek konstytutywny zakładaj
cy pocz
tkowe wzmocnienie, a nast	pnie osłabienie 

materiału zarówno przy �ciskaniu jak i rozci
ganiu. Ponadto, po zapocz
tkowaniu procesu osłabienia nast	puje 

degradacja uj	ta w zmianach parametrów materiałowych. 

W pracy realizowano nast	puj
ce obliczenia. W pierwszej kolejno�ci podj	to prób	 ich realizacji przy pomocy statyki 

nieliniowej. Jednak ze wzgl	du na trudno�ci ze zbie�no�ci
 procesu iteracyjnego ujawniaj
ce si	 na poziomie ~30% 

obci
�enia docelowego, zdecydowano si	 przej�� na analiz	 typu dynamic, explicit, która pozwoliła na przyło�enie 
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100% obci
�enia projektowego. W ramach analizy dynamicznej wzrost obci
�enia traktowano jako proporcjonalny 

w funkcji czasu. 

Symulacja numeryczna procesu spr	�ania wskazuje głównie rysy propaguj
ce poziomo nad górn
 cz	�ci
 płyt 

oporowych, których rozkłady oszacowano przy pomocy parametru DAMAGET. Podczas ogl	dzin mostu na budowie 

nie zauwa�ono jednak wyra�nie rysy pionowej wykazanej w symulacji. W celu weryfikacji widoczno�ci tych rys 

w bryle betonu sprawdzono gł	boko�� rys w przekroju poziomym. Wykazał on, �e rysa pionowa jest płytka, 

powierzchniowa i st
d mogła by� mało widoczna, w przeciwie�stwie do wyra�nej, dominuj
cej rysy, a w zasadzie 

p	kni	cia poziomego penetruj
cego gł	boko w beton. 

Przeprowadzone badania daj
 podstaw	 do sformułowania nast	puj
cych wniosków. Miejscowy charakter zjawiska, 

wykazany w tzw. analizie globalnej całego układu okre�laj
cej zakres i obszar jego oddziaływania, uprawnia do 

prowadzenia analiz na tzw. poziomie lokalnym. Lokalny model szczegółowy fragmentu ustroju powinien zawiera�

wszystkie elementy istotne z punktu widzenia badanego zjawiska i ujmowa� stan całego układu, tutaj podczas spr	�ania 

mostu. Nieliniowe prawo materiałowe z degradacj
 przyj	te do opisu materiału pozwala na oszacowanie rozkładów 

powstawania rys w betonie. Ocena intensywno�ci zarysowa� wymaga uwzgl	dnienia ich rozkładów przestrzennych, 

w tym zasi	g ich wgł	bnej propagacji. Przeprowadzone analizy lokalne, nawet ograniczone tu tylko do oddziaływa�

mechanicznych, wskazały, �e tego typu uszkodzenia mog
 powsta� w przypadku stosowanego rozwa�anego wariantu 

zbrojenia strefy zakotwienia i zbyt małej obj	to�ci betonu w bloku kotwi
cym. 
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